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Jan. 8, 1957 R. C. FAULWETTER 2,776,914

COATED. STONE AGGREGATE

Filed July 8, 1954

STONE PARTICLE

. 2.

INVENTOR
ROY C.FAULWETTER

AT TORNEYS



